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Client Name: FORMOSA INDUSTRIES (NINGBO) CO., LTD
Client Address: FPG NINGBO INDUSTRIAL PARK BEILUN NINGBO,CHINA

Sample Description: POLYPROPYLENE RANDOM COPOLYMER

Style No.: NOT PROVIDED

Item No.: NOT PROVIDED

Manufacturer: FORMOSA INDUSTRIES (NINGBO) CO., LTD

Client Ref. Information: 5003. 5003H. 5050. 5050M. 5070. 5070M. 5090R. 5090R_A. 5250T.

5200XT. 5200M. 5300GT. 5450XT. 5600XT. 5012XT. 5800T. 5061.
5062. 5650HT. 5650ET. 5010HT. 5220XT. 8250T
Material and Mark: 5090T

The above sample(s) and information were provided by the client.

SGS No.: NBHL2401000236CW

SGS Ref. No.: NBPC2401000026

Sample Receiving Date: Jan 04, 2024

Testing Period: Jan 04, 2024 ~ Jan 10, 2024

Test Requested: Select test(s) as requested by the client.
Testing Performed: Follow selected test(s) as requested by client.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Ningbo Branch
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Approved S|gnat0ry Verification:

check.sgsonline.com.cn

Scan to see the report

This report is English version of NGBHL24000063301.

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or acc ible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents,
subject to Terms and Conditions for Electronic Documents a gllwww .SQS. com/en/Terms-; an%i Conditions/Terms-e-Document. ast
Attention is drawn to the limitation of liability, indemnification and jurisdiction issues define erein. Any holder of this document is
advised that information contained hereon reflects the Company's findings at the time of its intervention only and within the limits of
Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a
transaction from exerclslng all their rights and obligations under the transaction documents. This document cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the
results shown in this test report refer only to the sample(s) teste

Attention: To check the n»themxclty of testing /inspection rcport & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com

10, | No.1177, Lingyun Road, Hi-Tech Zone, Ningbo, Zhejiang, China 315040 t E&E (86-574)89070249 WWW.sgsgroup.com.cn

hE- il TEBHXREERI775  #B%: 315040 tHL (86-574)89070271 tML (86-574)89070242 sgs.china@sgs.com
|
Member of the SGS Group (SGS SA)



Test Report No.: NGBHL24000063302 Date: Jan 10, 2024 Page 2 of 4

Test Requirement Comment
1 GB 4806.6-2016 - Sensory(Appearance: Normal color,no smell,no impurity) Pass
2 GB 4806.6-2016 - Sensory(Marinate: Colorless,no turbidity,no precipitate,no smell) Pass
3 GB 4806.6-2016 - Extractives Pass
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Test Result(s):
Test Part Description:
Material
SN ID Sample No. SGS Sample ID Description (claimed by
the client)
SN1 Al NGB24-0000633-0001.C001 Translucent plastic granule PP
Remarks:

1)

(2)

(3)
(4)
()

mg/dm? = milligram per square decimeter
mg/inch2 = milligram per square inches
ug/cm? = microgram per square centimeter
mg/L = milligram per litre

mg/kg = milligram per kilogram

°C = degree Celsius

°F = degree
<=less than

Fahrenheit

RL = Reporting Limit
ND = Not Detected (< RL).

GB 4806.6-2016 - Extractives

Test Method:

GB 31604.5-2016.

Simulant used Test Condition Limit Unit(s) RL Al Comment
n-Hexane Reflux 2 % 0.1 181 Pass
Temperature, 2 hrs
Remark:

(1) %(w/w) = percentage of weight by weight
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Test Report No.: NGBHL24000063302 Date: Jan 10, 2024 Page 4 of 4
Sample Photo:

NGB24-0000633-0001.C001

SGS authenticate the photo on original report only
*** End of Report ***
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