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Ruge AC2500

YERBIE RN g/10 min 1ISO 1133 240°C x 5kg 8
FaRE SN g/10 min ISO 1133 260°C x 5kg 19
IZODEEEEFE J/m 1ISO 180 23°C 3.2mm 585
Charpy & &4 E kJ/m? 1SO 179 23 °C 4mm 50
LbE - ISO 1183 23°C/23°C 1.12
FoReERE Mpa 1SO 527 23 °C 54
S EhoEFE Mpa ISO 178 23 °C 93
SahiRs Mpa 1ISO 178 23 °C 2450
& EChERE R-scale ISO 2039-2 23°C R-114
R ECERILRS °C 1SO 306 VICAT(10N °C) 130
ETZRE °C ISO 75/A Unannealed, 1.8Mpa, 4mm, 120°C/h 98
[ ETES % ISO 2577 3.2mm 04 ~06
538 - ISO 1043 - >PC+ABS<
AR UL-94 File No. E162823 HB 1.5 ~ 3 mm
e M ERAR

All tests were run under laboratory conditions, ASTM, ISO testing procedures.

The data are intended as a general guide only.
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