PSta A&

5

R g/10min 1SO 1133 200°C x 5kg 49N
IZODEHEME kJ/m? ISO 180 23 °C, 4mm, Unnotched 13
Charpy &34 FE kJ/m? 1SO 179 23°C, 4mm GPPSEER, HIPSHTRO 9
IRIERE Mpa ISO 527 23 °C, 50mm/min 27
FURIRER Mpa ISO 527 23 °C, 1mm/min 2100
HER TR S % ISO 527 23 °C, 50mm/min >29
EhsarE Mpa ISO 178 23 °C, 2mm/min 42
S iEEN Mpa 1ISO 178 23 °C, 2mm/min 2100
T ECERILES °C ISO 306 Annealed 80°C*2hr, 4mm, 10N 50°C/h 99
REER ppm max - 700
B RE °C ISO 75/A Annealed 80°C*2hr, 120°C/h, 1.8Mpa 4mm 90
1 emEE. —RREA

All tests were run under laboratory conditions, ASTM, ISO testing procedures.
The data are intended as a general guide only.
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